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TestéSanas parskats Nr.1426/19

1. Parbaudes pasutitajs: AS “Latvijas Valsts meZi”

2019.gada 29.augusta

2. Paraugu identifikacija un raksturojums: mineralmaterialu paraugi (sanemti laboratorija
20.08.2019.)

Grants paraugi iesainoti 8 stikla Skiedras maisos, katra svars — apm.30kg, paraugu Sifri: 1-1,

2-1, 3-1, 4-1, 5-1, 6-1, 7-1, 8-1
Smalkie mineralmateriali iesainoti 14 polietiléna maisos ar savilcéju, katra svars — apm.2kg,
paraugu Sifri: 1-2, 2-2, 3-2, 4-2, 5-3, 6-2, 7-2, 8-2, 5-2, 6-3, 7-3, 8-3, 8-4, 8-5
3. Pasiititaja sniegta informacija:
Objekta nosaukums: a/c Jegorovas purvs — a/c P45 Karsava — Vilaka (5,5 km)

4. Rezultati:
4.1. Grants paraugs Nr.619-1-1 (Sifri: 1-1, 2-1, 3-1)

Granulometriskais sastavs (LVS EN 933-1:2012, mazgasana un sijasana)

Sietu izmeéri (mm)

0,06310,125| 0,25 | 05| 1,0 | 2,0 | 40 | 5,6 | 80 |11,2|16,0|22,4|31,5|45,0|56,0|63,0| 90,0
Caursijato dalinu daudzums (masas %)
12,0 | 16,2 | 26,6 |44,2|55,4|61,5|66,6|69,7|73,877,6|81,5|86,2|89,5|91,9|95,2|100 | 100
+-1,4 +-19 A9 | H-19 | +-1.9 | +-30 | +-30 | +-30 | +-40 | +/-40 | +-40 | +-50 | +-50 | +/-50 | +/-50 | +/-50 | +/-5,0
4.2. Grants paraugs Nr.619-1-2 (Sifri: 4-1, 5-1)
Granulometriskais sastavs (LVS EN 933-1:2012, mazgaSana un sijasana)
Sietu izméri (mm)
0,06310,125| 0,25 | 05| 1,0 | 20| 40| 56| 80 |11,2|16,0(22,4|31,5(45,0(56,0|63,0| 90,0
Caursijato dalinu daudzums (masas %)
13,5 21,6 | 33,6 |45,4|53,5|59,6|65,5(69,6|74,8|79,7(84,5|89,0|93,8(97,9|100 | 100 | 100
+/-1,4 +/-1,9 +/-1,9 +-1,9 | +-1,9 | +/-3,0 +-3,0 | +/-3,0 | +/-40 | +/-40 | +/-4,0 | +/-50 | +-50 | +/-50 | +/-5.0 | +/-50 | +/-5,0
4.3. Grants paraugs Nr.619-1-3 (Sifri: 6-1, 7-1)
Granulometriskais sastavs (LVS EN 933-1:2012, mazgaSana un sijasana)
Sietu izméri (mm)
0,06310,125| 025 05| 1,0 | 2,0 | 4,0 | 5,6 | 80 |11,2|16,0|22,4|31,5|45,0|56,0(63,0| 90,0
Caursijato dalinu daudzums (masas %)
91 | 148 | 26,4 |389|484|56,4|63,0\66,7|71,1753|79,6(83,7|86,9|92,0(92,0(96,3| 100
+/-1,4 +/-1,9 +/-1,9 +-19 | +-19 [ +-3,0 | +-3,0 | +-3,0 | +/-40 | +-40 | +/-40 | +-50 | +/-50 | +/-50 | +/-50 | +/-5,0 | +/-5,0
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4 4. Grants paraugs Nr.619-1-4 (Sifrs: 8-1)
Granulometriskais sastavs (LVS EN 933-1:2012, mazgasana un sijasana)

Sietu izméri (mm)

0063101251 025105]1,0]20|40|56|80|(11,2160(224|31,5/450|56,0|63,0 90,0
Caursijato dalinu daudzums (masas %)
169 | 263 | 44,3 [56,1164,0|71,0|77,7(81,5|85,8|89,7|92,4|94,1|96,6|988| 100 | 100 100
+/-1,4 +/-1,9 +-1,9 +-1,9 | +-1,9 | +/-3,0 +-3,0 | +/-3,0 | +/-40 | +-4,0 | +/-40 | +-50 +-5,0 | +/-50 | +/-5,0 | +/-5,0 | +/-5,0
4.5. Malainas grunts paraugs Nr.619-2-1 (Sifri: 1-2, 2-2, 3-2)
Granulometriskais sastavs (LVS EN 933-1:2012, mazgasana un sijasana)
Sietu izméri (mm)
0063101251 025105]1,0]20|40|56|80|11,2160(224|31,5|45,0|56,0|63,0 90,0
Caursijato dalinu daudzums (masas %)
720 | 79.6 | 86,3 190,3]193,3195,7|97.0(97,5|97,7(97,9| 100 | 100 | 100 | 100 | 100 | 100 | 100
14 +-1,9 A9 | H1.9 | 719 | H30 | 30 | H30 | +40 | +40 | +-40 | +-50 | +-50 [ +-50 | +-5.0 | +-50 | +-5.0
Atterberga robezu noteikSana™
LVS EN CEN ISO/TS 17892-12:2005
Plastiskuma E - : . ; Plistamibas
robesa Plustamibas i;obfza Plastiskuma indekss indekss
Wp, % Wi (60g/60°), % Ip L
16 27 11 -
4.6. Smilts paraugs Nr.619-2-2 (Sifri: 4-2, 5-3)
Granulometriskais sastavs (LVS EN 933-1:2012, mazgasana un sijasana)
Sietu izméri (mm)
0063101251 025105 1,0]20]40]56|80|11,2|160|224|31,5|45,0(56,0(63,0| 90,0
Caursijato dalinu daudzums (masas %)
238 | 426 | 73,6 187,8193,7(97,4|988|99,299,4|99,4| 100 | 100 | 100 | 100 | 100 | 100 | 100
4 19 09 | A9 | 719 | 730 | +30 | H30 | +40 | 40 | 40 | +50 | +-50 [ +-50 | 50 | +-50 | +-50
4.7. Smilts paraugs Nr.619-2-3 (Sifrs: 8-2)
Granulometriskais sastavs (LVS EN 933-1:2012, mazgasana un sijasana)
Sietu izméri (mm)
0063101251 025105 1,0]20140|56|80/|11,2\160(22,4|31,5|45,0|56,0(63,0| 90,0
Caursijato dalinu daudzums (masas %)
32314781832 958(97.8(1984|98999,1199,3|100|100|100|100|100|100 100|100
+/-1,4 +/-1,9 +/-1,9 19 | +#-19 | +/-30 | +-3,0 | +-3,0 | +-40 | +/-40 | +-40 | +-50 | +/-50 +/-50 | +/-5,0 | +/-50 | +/-5,0
4.8. Kadras paraugs Nr.619-3-1 (Sifrs: 5-2)
Nosakamais lielums Metode Mervieniba Rezultats
Organisko savienojumu saturs, OSS™* 237;“ ;Zlf,‘? e;y]lizk ?’iijas % 12,8
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4.9. Malainas smilts paraugs Nr.619-3-2 (Sifrs: 8-3)

Granulometriskais sastavs (LVS EN 933-1:2012, mazgasana un sijasana)

Sietu izméri (mm)

0,0630,125| 0,25 |1 05| 1,0 | 2,0 | 40| 5,6 | 80 |11,2

16,0122,4|31,5|45,0|56,0(63,0| 90,0
Caursijato dalinu daudzums (masas %)
535 74219331981[992[998|100]| 100|100 100|100 100|100 100|100 100 | 100
+/-1,4 +-1,9 +/-1,9 19 | +-1,9 | +-30 | +-3,0 | +-3,0 | +/-40 | +/-40 | +/-40 | +-50 | +/-5,0 +/-50 | +/-50 | +/-5,0 | +/-5,0

PIEZIME: * TestéSanas metode nav ieklauta akreditacijas sfera saskana ar LATAK-T-393-10-2009.

5. Laboratorijas piezimes par test€Sanu:
Paraugus nema SIA “Celu eksperts” parstavis.
Testésanas veikSanas laiks: 27.08.2019. — 29.08.2019.
Testesanas pieteikums: Nr.619

Testésanas rezultati attiecas tikai uz parbaudito paraugu!
Atbildigais par testé$anas parskata sagatavoSanu:

Laboratorijas tehniskais vaditajs
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